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Job No c7264-31301 | Report No : BRD-7264-31301 1 RMP 3130022
Sample No - 3130022 Report Date : 11-03-2026
Client IKY A Building Solutions LLP.
Contractor |
Consultant
Name of Work - Testing of Readymix Plaster,
Reference No. . Mail Letter Dated:-07-02-2026
B R R RRRESSS=EEEEESEee——
Type of Cement : Ready Mix Plaster Sample Size (Kg) : 15
Manufacturer Name ! - Sample submitted by : Clhent
Batch No, - Date of Test Started : 11-02-2026
Date of Sample Rece.  : 09-02-2026 Date of Test Completed : 11-03-2026
e
Item No. Test Name Unit J Test Result
I Water Powder Ratio Y 0,22
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2 Compressive Strength

—_— | AL ETAEE

a)|3 Days 6,06
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b)|7 Days N/mm” 10,08
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¢)|28 Days 16.18
Tested by ' VK

Refferance Standard IS 4031 (Part-5)-1988
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2 Uhis temt contificate applies onby fse vhe sampls igeetved in the laburaory,
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